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Plastics — Injection moulding of test specimens of 
thermoplastic materials — 
Part 4: 
Determination of moulding shrinkage 

TECHNICAL CORRIGENDUM 1 

Plastiques — Moulage par injection des éprouvettes de matériaux thermoplastiques — 

Partie 4: Détermination du retrait au moulage 

RECTIFICATIF TECHNIQUE 1 

Technical Corrigendum 1 to ISO 294-4:2001 was prepared by Technical Committee ISO/TC 61, Plastics, 
Subcommittee SC 9, Thermoplastic materials. 

                               

Page 1, Clause 2 

For the second of the normative references (ISO 294-3), insert the year of publication (2002) and delete the 
footnote. 

In addition, insert the year of publication throughout the document where appropriate. 

Page 3, Subclause 4.1 

In the fourth paragraph, change “parts 1 to 3 of this International Standard” to “parts 1 and 3 of this 
International Standard”. 
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Page 5, Subclause 5.6.4 

Correct Equation (1) to read: 

–∆x ≈ 4h2/3x 
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