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Steel for the reinforcement of concrete —

Part 3:
Welded fabric

TECHNICAL CORRIGENDUM 1

Acier à béton pour armatures passives —

Partie 3: Treillis soudés

RECTIFICATIF TECHNIQUE 1

Technical Corrigendum 1 to International Standard ISO 6935-3:1992 was prepared by Technical Committee
ISO/TC 17, Steel, Subcommittee SC 16, Steels for the reinforcement and prestressing of concrete.

Page 3, subclause 7.1

Replace the second sentence of the first paragraph with the following:

The test piece shall have an original gauge length of five times the nominal diameter and shall have at least
one crossing wire.


