
ICS  81.040.20 Ref. No. ISO 16935:2007/Cor.1:2008(E)

©   ISO 2008 – All rights reserved 

Published in Switzerland 
 

 

INTERNATIONAL STANDARD ISO 16935:2007/Cor.1:2008(E) 
TECHNICAL CORRIGENDUM 1 

Published 2008-06-15 

INTERNATIONAL ORGANIZATION FOR STANDARDIZATION • МЕЖДУНАРОДНАЯ ОРГАНИЗАЦИЯ ПО СТАНДАРТИЗАЦИИ • ORGANISATION INTERNATIONALE DE NORMALISATION
 

  

Glass in building — Bullet-resistant security glazing — Test and 
classification 

TECHNICAL CORRIGENDUM 1 
Verre dans la construction — Vitrages de sécurité résistant aux balles — Essai et classification 

RECTIFICATIF TECHNIQUE 1 

Technical Corrigendum 1 to ISO 16935:2007 was prepared by Technical Committee ISO/TC 160, Glass in 
building, Subcommittee SC 2, Use considerations. 

                               

Page iv: 

Add the following at the end of the Foreword. 

This International Standard is based, with permission of ASTM International, on ASTM International Standard 
F1233-98(2004), Standard Test Method for Security Glazing Materials and Systems, copyright, ASTM 
International. 


